List of RTSC's (ordered chronologically)

28C  Tl5Pb2Ba2Mg2Cu9O18+   11/29/11*

30C  Tl5Pb2Ba2Mg2.5Cu8.5O17+   12/28/12

35C  Tl5Pb2Ba2Si2.5Cu8.5O17+   1/27/13

38C  Tl5Pb2Ba2SiCu8O16+   7/27/13

31C  In5Sn2Ba2SiCu8O16+ (non-toxic)  8/25/13

37C  In5Ba4SiCu8O16+ (non-toxic)  8/31/13

42C  Tl5Sn2Ba2SiCu8O16+   9/7/13

37C  In6Sn2Ba2SiCu9O18+ (non-toxic)  9/14/13

44C  Tl5Ba4SiCu8O16+   10/22/13

46C  In7Sn2Ba2SiCu10O20+ (non-toxic)   11/16/13

48C  Tl6Ba4SiCu9O18+   10/26/13  

53C  Tl7Sn2Ba2SiCu10O20+   11/26/13

52C  SiBa7Cu8O16+  (non-toxic)   1/3/14

56C  Tl6Sn2Ba2TiCu9O18+   1/7/14

65C  Tl7Sn2Ba2TiCu10O20+   1/14/14*

41C  In4Sn2Ba2TiCu7O14+   (non-toxic)   1/20/14*

77C  Tl7Sn2Ba2MnCu10O20+   2/8/14*

57C  In4Sn2Ba2MnCu7O14+   (non-toxic)   2/24/14

61C  Sn3Sb3Ba2MnCu7O14+   (non-toxic)   3/9/14*

95C  Sn5Sb5Ba2MnCu11O22+  (non-toxic)   10/5/14*

110C  Sn6Sb6Ba2MnCu13O26+  (non-toxic)   10/25/14*

119C  Sn9Te3Ba2MnCu13O26+  1/26/15

124C  Sn9SbTe3Ba2MnCu14O28+  3/9/15*

129C  Sn8SbTe4Ba2MnCu14O28+  3/9/15*

136C  Sn9SbTe4Ba2MnCu15O30+  5/2/15*

141C  Sn10SbTe4Ba2MnCu16O30+  5/9/15*

49C    ZrBa9Cu10O20+ (non-toxic)   7/2/15*

40C    TaBa9Cu10O20+ (non-toxic)   7/27/15*

41C    NbBa9Cu10O20+      8/12/15*

54C    VBa9Cu10O20+        8/21/15*

*Confirmed magnetically and resistively
